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CRACK REPAIR ORDER FORM
15735 S. Mahaffie | Olathe, KS 66062        p. 913-764-6229 | f. 913-764-8198        www.gordonenergy.com

Addendum / Change Order
15735 S. Mahaffie | Olathe, KS 66062        p. 913-764-6229 | f. 913-764-8198        www.gordonenergy.com

FAX TO (913) 764 – 8198       -or-      EMAIL TO joborders@gordonenergy.com
	Builder Name
	     
	
	Job Address
	     

	Contact Name
	     
	
	Lot #
	     

	Contact’s Mobile #
	     
	
	Subdivision
	     

	Schedule Job Date
	     
	
	Job City
	     

	
	
	
	PO # (Attach PO)
	     

	
	
	
	
	

	Silt Fence & Related Services  (check all that apply)

	
	
	
	
	

	 FORMCHECKBOX 

	Inject Crack in foundation wall with Hydrofoam.  

Hydrofoam is a polyurethane resin that is used as a flexible water stop.  It does not add strength to the concrete wall, but it does remain flexible with minor wall shifts.  This is our # 1 crack repair product and suitable for most applications.

	 FORMCHECKBOX 

	Inject Crack with Epoxy.  

We have multiple viscosities & products available.  If you need a specific Epoxy please specify.  Otherwise we will use what we feel is suitable.  Epoxy is a rigid structural product that adds strength to your wall, but may not work well for walls that are shifting.  Usually an engineer will request this product if needed.

	 FORMCHECKBOX 

	Outside Crack Repair.  

Injections from the inside are preferred, but if that is not an option we can repair from the outside.  Outside crack repairs over 4' require a bid.  It becomes exponentially more difficult to repair from the outside as the crack goes deeper.

	 FORMCHECKBOX 

	Will the house be unlocked? 

	
	
If not, please list the lockbox #       

	

	Special Instructions – Include location, estimated length of crack

	
	     


Download this form at: www.gordonenergy.com > Contractors > Resources > Order Forms







